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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPH INSPECTION & TESTING SERVICES

REPORT: D89-32351.4 ( COMPLETE ) REFERENCE INFO: 0-325

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON

PROJECT: R89-616 DATE PRINTED: 13-N0V-89

NUMBER OF LONER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 64 0.002 OPT Fire Assay

2 Au Gold 1 0.002 OPT Fire Assay

3 Au Gold

4 Au Gold

1 0.002 OPT

i 0.002 OPT

Fire Assay 

Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 64 2 -150 64 Assay Prep 64

Saeple Pickup 1

REMARKS: R89-616-320-325 ms not listed on your saiple 
"suDtittal fort but ms received with the 

shipment.

Final results are reported.

4 separate Au results are reported for one

rmcKTMxmi'.'nvwmKi

REPORT COPIES TO: MR. JIM BARRON 

HR. JIM BARRON

INVOICE TO: NR. JIM BARRON
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12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

• 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ 1S10"1 OF I\CHCAPE l1'iSPECTIO:--J & TESTI\G SER\ICES 

REPORT: D89-32351.4 < COIIPLETE > 

CLIENT1 BROHN NIHIHG CORP. 
~ECT: R8H16 

ORDER ELE11ENT 

1 Au Gold 
2 Au Gold 

3 Au Gold 
4 Au Gold 

SANPLE TYPES 

D DRILL CORE 

IIUNBER 

NOOER Of LOWER 
ANALYSES DETECTIOH LINIT 

64 0.002 OPT 
1 0.002 OPT 

1 0.002 OPT 
1 0.002 OPT 

SIZE FRACTIONS 

2 -150 

REIIARKS: R8H16-320-325 was not listed on your saaple 
e_ •-• 1 yn..-- ftH'r WJIC 9~- l..,_ft .. 1tn T.ft8 

shipaent. 

Final results are reported. 

4 separate Au fflUlts are reported for one 
caanlA ... r e. - ·p1ata.n•.~li rvn:a~J .. 

REPORT COPIES TO: NR. JIN BARRON 
NR. JIN BARRON 

EXTRACTION 

tUIBER 

64 

REFERENCE INFO: 0-325 

SUBIIITTED BY1 J. BARRON 
DATE PRINTED: 13-NOV-89 

NETOOD 

Fin Assay 
Fire Assay 

Fire Assay 
Fire Assay 

SAPIPLE PREPARATIONS 
---- --·--

Assay Prep 
Suple Pickup 

INVOICE T01 !It. JIN BARRON 

NtmBER 

64 
1 



DS R89-616-E5-30 0.009 DS R89-616-SE5-E30 0.007

D2 R89-616-30-35 0.005 DS R89-616-S30-235 O.OOE

DS R89-616-35-40 0.003 DS R89-616-S35-S40 <0.00S

DS R89-616-40-45 0.005 DS R89-616-240-345 <O.OOS

DS R89-616-45-50 0.008 DS R89-616-S45-250 O.OOE

DS R89-616-50-55 0.005 DS R89-616-350-355 <0.003

DS R89-616-55-60 0.005 DS R89-616-S55-S60 (O.OOE

DE RB9-616-60-65 0.007 DS R89-616-S60-S65 <0.003

DS R69-616-65-70 0.008 DS R89-616-S65-S70 O.OOE

DS R89-616-70-75 0.006 DS R89-616-S70-S75 <0.003

DS R89-616-75-80 0.008 DS R89-616-S75-S80 (O.OOE

DS R89-616-80-85 0.018 DS R89-616-280-S85 0.008

DS R89-616-85-90 0.009 DS R89-616-285-290 (O.OOE

DS R89-616-90-95 0.005 DS R89-616-S90-S95 0.008

DS R89-616-95-100 0.012 DS R89-616-S95-300 0.004

DE R89-616-100-105 0.009 DS R69-616-300-305 <0.002

DS R89-616-105-110 0.002 DS R89-616-305-310 <0.002

DS R89-616-110-115 0.006 DS R89-616-310-315 0.002

DS R89-616-115-1S0 0.003 DS R89-616-315-320 0.010

DS R89-616-120-125 0.004 SZo-Zt? ? A/O Oft TA

DS R89-616-1S5-130 0.008

DS R89-616-130-135 O.OOS

D2 R69-616-135-140 0.004

DS R89-616-140-145 0.004

DS R89-616-145-150 0.006

DS R89-616-150-155 O.OOS

DS R89-616-155-160 0.006

DS R89-616-160-165 0.009

DS R89-616-165-170 0.006
DS R89-616-170-175 0.004

DS R89—616-175-180 0.004

DS R89-616-180-185 0.005

DS R89-616-185-190 0.01S

DS R89-616-190-195 0.011

DS R89-616-195-200 0.005

. . 
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32351.4 

!WIPLE ELEl£MT 
HUIIBER UNITS 

D2 R89-616-0-5 
D2 R89-616-5-10 
D2 R89-616-10-15 
D2 R89-616-15-20 
D2 R89-616-20-25 

D2 R89-616-25-30 
D2 R89-616-Jo-35 
D2 R8H16-35-40 
D2 R89-616-4o-45 
D2 R89-616-45-50 

D2 R89-616-50-55 
D2 R89-616-55-60 
D2 R89·616-60-65 
D2 R89-616-65-70 
D2 R89-616-70-75 

D2 R89-616-75-80 
D2 R89-616-80-85 
D2 R89-616-85-90 
D2 R89-616-90-95 
D2 R8H16-95-100 

D2 R89-616-100-105 
D2 R89-616-105-110 
D2 R89-616-110-115 
D2 R89-616-115-120 
D2 R89-616-12o-125 

D2 R89-616-125-130 
D2 R89-616-130-135 
D2 R89-616-135-140 
D2 R89·616-140-145 
D2 R89-616-145-150 

D2 R89-616-150-155 
D2 R89-616-155-160 
D2 R89-616-160-165 
D2 R89-616-165-170 
D2 R89-616-170-175 

D2 R89-616-175-180 
D2 R89-616-180-185 
D2 R89-616-185-190 
D2 R89·616-19o-195 
D2 R89-616-195-200 

Au Au 
OPT OPT 

0.008 
0.007 
0.002 
0.002 
0.006 

0.009 
0.005 
0.003 
0.005 
0.006 

0.005 
0.005 
0.007 
0.008 
0.006 

0.008 
0.012 
0.009 
0.005 
0.012 

0.009 
0.002 
0.008 
0.003 
0.004 

0.008 
0.002 
0.004 
0.004 
0.006 

0.002 
0.006 
0.009 
0.006 
0.004 

0.004 
0.005 
0.012 
0.011 
o.oos 

BC c..--- Geochemical 
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Au Au SMPLE 
OPT IJIT HU"BER 

D2 R89-616·200-
D2 R89-616-205-210 0.005 
D2 R89-616-210-215 0.143 0.673 0.113 0.930 =- , 44:- S 
D2 R89-616-215-220 (0.002 
D2 R89-616-220-225 0.010 

D2 R89-616-225-230 0.007 
D2 R89·616-2Jo-235 0.002 
D2 R89-616-235-240 (0.002 
D2 R89-616-240-245 (0.002 
D2 R8H16-245-250 0.002 

D2 R89-616-250-255 (0.002 
D2 R89-616-255-260 (0.002 
D2 R89-616-26o-265 (0.002 
D2 R89-616-265-270 0.002 
D2 R89-616-270-275 (0.002 

D2 R89-616-275-280 (0.002 
D2 R89-616-280-285 0.008 
D2 R89-616-285-290 (0.002 
D2 R89-616·290-295 0.008 
D2 R89-616-295-300 0.004 

D2 R89-616-300-305 (0.002 
D2 R89-616-305-310 (0.002 
D2 R89-616-310-315 0.002 
D2 R89-616-315-320 0.010 

.! l.o · ~ t. S ? 1'10 0 /4 T'A 
' 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP.

MR. JIM BARRON

P.O, BOX 485

DEABWOUD, SI)

57732

Invoice s BO15968

Date c 14-NUV-

R e p o r t N o i; 1) 8 9—3 8 3 

Project i E: 8 9--616 

Re fei'ertct? s 0-385

. Pa tie 1

89

5.1,. 4

i Analyses of Gold at $ 0.00 $ 0.00

i Analyses of Gold at T 0.00 T 0. 00

1 Analyses of Gold at $ 0.00 it 0.00

Subtotal $ 0.00 $ 0. 00

64 Analyses of Gold a t f 7.00 * 446.00

Subtotal * 448.00 % 448.00

S a m p 1 e P r e p a r a 11 o n

64 Samples of Assay Prep at t 3. 00 $ 192.00

:!. S a m p 1 e o f S a m p 1 e P 1 c k u p at %l 2.00 t- 12. 00

Subtotal 804.00 f 204.00

M i s c e 11 a n e o u s C it a r q e s

4X 8.D, state sales tax a. 16

8# Bead wood city sales tax * 4.08

Subtotal * 12.24 $ 12. 24

Invoice Tota l:: % 664.84 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

C 
BONDAR-a.EGG 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
LJ^HO.lifei-Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: 089-32354.4 ( COMPLETE ) REFERENCE IHFO: 325-665

CLIENT: PROHM MINING CORP. SUBMITTED BY: J. BARRON

PROJECT: R89-616 DATE PRINTED: 10-N0V-89

NUMBER OF LONER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 68 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 68 2 -150 68 Assay Prep 68

Excessive Wetness 1303

Sample Pickup 1

REMARKS; Final results are reported,

INVOICE TO: MR, JIM BARRONREPORT COPIES TO: MR. JIM BARRON 

-----------------------------MR, JIM BARRON

Bondar-Clegg, Inc. 
"l<l.8(), Wi edar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

,. . . 

BC 
BONDAR-CUGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION&. TESTlt\G SER\ ICES 

REPORT• 089-32354.4 <COMPLETE> 

CLIENT: BROHN NINIMG CORP. 
PROJECT: R89-616 

ORDER 

1 Au 

SA"IPLE TYPES 

D DRILL CORE 

Gold 

HUNBER 

68 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARROM 
rfr\, J 1n unn.nd" 

MUNBER OF LOW~R 
AW.ALYSES DETErTION LI" T EXTRACTION 

68 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl1BER 

68 

REFERENCE INFO· 325-665 

SUBNITTED BY: J. BARROM 
DATE PRINTED: 10-HOV-89 

Fil'e Assay 

SANPLE PREPARATIONS MUl'IBER 

Ac;say Prep 
Excessive Wetness 
Saaple Pickup 

68 
1303 

1 

INVOICE TO: 11R. Jl11 BARROM 



Geochemical
Lab Report

Bondar-Clegg, Inc.
17980 WesfcCedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT; 089-32354.4

DATE PRINTED; 1Q-NQV-89_____________
PROJECT: R89-616 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

HUMBER UNITS OPT NUMBER UNITS OPT

02 R89-616-325-330 0.004

02 R89-616-330-335 0.004

02 R89-616-335-340 (0.002

02 R89-616-340-345 0.007 . (
02 R89-616-345-350 <0.002

02 R89-616-525-530 0.003
------- Qfii l

^2cW9rtf6iS35-54^ .<10^S *'

\ illSMSi- Vi

1

02 R89-616-350-355 <0.002

02 R89-616-355-360 0.003
02 R89-616-360-365 <0.002 |V

02 R89-616-365-370 <0.002 1

02 R89-616-370-375 <0,002 1

uremi™ sislu

w i»" rr C,A %c, ^

02 RB7-616-565-570

4i

--- 1 - ~ ---------------------------------------------------------------02 R89-616-375-380 <0.002 L

02 R89-616-380-385 0.003

02 R89-616-385-390 0.006

02 R89-616-390-395 0.002

02 R89-616-395-400 0.002

- DP MrnfrSTjPSBO <0.002

02 R89-616-580-585 <0.002

02 R89-616-585-590 <0.002

02 R89-616-590-595 0.002

02 R89-616-595-600 <0.002

02 R89-616-400-405 <0.002 02 R89-616-600-605 <0.002

02 R89-616-405-410 <0.002 02 RA9-616-605-610 <0.002

02 R89-616-410-415 <0.002 02 R89-616-610-615 0.006

02 R89-616-415-420 <0.002 02 R89-616-615-620 0.002

02 R89-616-420-425 0.005 02 R89-616-620-625 0.006

02 R89-616-425-430 0.007 02 R89-616-625-630 0.005

02 R89-616-430-435 0.006 02 R89-616-630-635 <0.002

02 R89-616-435-440 0.002 02 R89-616-635-640 0.002

02 R89-616-440-445 <0.002 02 R89-616-640-645 <0.002

02 R89-616-445-450 <0.002 02 R89-616-645-650 0.004

02 R89-616-450-455 0.002 02 R89-616-650-655 <0.002

02 R89-616-455-460 <0.002 02 R89-616-655-660 0.003

02 R89-616-460-465 <0.002 02 R89-616-660-665 0.005

02 R89-616-465-470 <0.002

02 R89-616-470-475 <0.002

02 R89-616-475-480 <0.002

02 R89-616-480-485 <0.002

02 R89-616-485-490 <0.002

02 R89-616-490-495 <0.002

02 R89-616-495-500 <0.002

02 R89-616-500-505 <0.002

02 R89-616-505-510 0.009

02 RS9-616-510-515 0.018

02 R89-616-515-520 0.007

02 R89-616-520-525 0.004

Bondar-Clegg, Inc. 
~ 98Q ~~i,.Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32354.4 

SANPLE ELEl'IENT 
NUNBER UNITS 

D2 R89-616-325-330 
D2 R89-616-330-335 
D2 R89-616-335-340 
D2 R89-616-340-345 
D2 R89-616-345-350 

D2 R89-616-350-355 
D2 R89-616-355-360 
D2 R89-616-360-365 
D2 R89-616-365-370 
D2 R89-6t6-370-375 

D2 R89-616-375-380 
D2 R89-616-380-385 
D2 R89-616-385-390 
2 R89-616-390-395 

D2 R89-616-395-400 

D2 R89-616-400-405 
02 R89-616-405-410 
02 R89-616-410-415 
D2 R89-616-415-420 
D2 R89-616-420-425 

02 R89-616-425-430 
02 R89-616-430-435 
D?. R89-616-435-440 
D2 R89-616-440-445 
D2 R89-616-445-450 

D2 R89-616-450-455 
02 R89-616-455-460 
02 R89-616-460-465 
D2 R89-616-465-470 
D2 R89-616-470-475 

D2 R89-616-475-480 
D2 R89-616-480-485 
02 R89-616-485-490 
02 R89-616-490-495 
D? R89-616-495-500 

D2 R89-616-500-505 
02 R89-616-505-510 
02 R89-616-510-515 
02 R89-616-515-520 
D2 R89-616-520-525 

Au 
OPT 

0.004 
0.004 

(0 002 
0.007 

(0.002 

(0.002 
0.003 

(0,002 
(0.002 
(0.002 

(0.002 
0.003 
0,006 
0.002 
0.002 

(0.002 
(0.00f> 
(0.002 
(0.002 
0.005 

0.007 
0.006 
0.002 

(0.002 
(0.002 

0.002 
(0 002 
(0 002 
(0.00? 
(0.002 

(0. 002 
(0.002 
(0.002 
(0. 002 
(0.002 

(0. 00? 
0.009 
o.o 8 
0.007 
0.004 

BC 
BONDAR-ClBiG 

A DI\ 1S10 Of l"iCHCAPE INSPECTION & TESTI\G ER\ ICES 
DATE PRINTED: 10-NOV-89 

I PROJECT: R89-616 

SANPLE 
NUl'IBER 

ELEMENT 
UNITS 

D2 R89-616-525-530 

- 5-580 
02 R89-616-580-585 
02 R89-616-585-590 
D2 R89-616-590-595 
D2 R89-616-595-600 

D2 R89-616-600-60S 
02 R89-616-605-610 
02 R89-616-610-615 
D2 R89-616-615-620 
D2 R89-616-620-625 

D2 R89-616-625-630 
D2 R89-616-630-635 
D2 R89-616-635-640 
D2 R89-616-640-645 
02 R89-616-645-650 

D2 R89-616-650-655 
D2 R89-616-655-660 
02 R89-616-660-665 

Au 
OPT 

(0.002 
(0.002 
(0.002 
0.002 

(0.002 

(0.002 
(0.002 
0.006 
0.002 
0.006 

0.005 
(0.002 
0.002 

(0.002 
0.004 

(0.002 
0.003 
0.005 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRGHM MINING CORP. 

MR. JIM BARRON 

P.O. BOX 485 

DEADWOOD, SI)

5773S

Invoice s DO15997, Page 1

Date ‘ s T4~N0V~i69

K e p o t t M c>8 1> 8 9 - 3 S354.4 

Project s R89-616 
Re f e'rence: 3SS-665

68 Analyses of Gold % 7. 00 4 An 00

Subtota1 $ 476.00 $ 476.00

Samp1e Pvepavation

68 Samples of Assay Prep * 3. 00 $ SO4.00

1303 Samples of Excessive Wetness ci v * o. so $ S60.60

1 Sample of Sample Pickup at $1is. oo $ i e. oo

Subtotal $ 476.60 $ 476.60

M i sce 11 aneou s Ch a r i;i es

4X S.D. state sales tax * :l 9. 06

P.% Dead wood city sales tax % 9.53

Subtota1 % SB. 59 % SB.59

Invoice Totals % 981.19 U.S.

A

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

L• 

i ( 

• ·· 11 I 

Bondar-Clegg, Inc. 
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Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 W^st Q;xlar4)r. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDARCLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32356.4 ( COMPLETE ) REFERENCE INFO: 665-1005

CLIENT: BR0HH MINING CORP. SUBMITTED BY: J, BARRON

PROJECT: R89-616 DATE PRINTED: 10-NOV-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 68 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 68 2 -150 68 Assay Prep 68

Excessive Wetness 1604

Sanple Pickup 1

REMARKS: Final -results are reported,

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 · :st :idar ~ r. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-323S6.4 < CO"PLETE l 

CLIENT: BROHN NINIHG CORP. 
PROJECT: R89-616 

ORDER 

1 Au 

ELEl'IENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

HUl'IBER 

68 

REMARKS: Final results are reported. 

REPORT COPIES TO: ~R. JI" BARRON 
··- -- -
n11. J 1n DHl'll'IIJl'I 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

68 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

68 

REFERENCE INFO: 665-1005 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 10-NOV-89 

NETHOD 

Fire Assay 

SAMPLE PREPARATIONS HUMBER 

Assay Prep 
Excessive Wetness 
Sa1ple Pickup 

68 
1604 

1 

INVOICE TO: "R. JI" BARROM 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Gada. fcr. 
Lakewood, Colorado 80228 

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 10-N0U-89

REPORT: 089-32356.4 PROJECT: R89-616 PAGE 1

SAMPLE ELEMENT An SAMPLE ELEMENT Au

NUMBER UNITS OPT NUMBER UNITS OPT

02 R89-616-665-670 0.002 

02 R89-616-670-675 0.002 

02 R89-&16-675-680 0.00* 

02 R89-616-680-685 0.003 

02 R89-616-685-690 <0.002

R89-6I6-870-875

»I1 6i6r875-88ft .

6J6-840-885 

&U-8 5-890-> oi

0.009

0.005

0.004

0.006

0,004

D2 R89-616-690-695 0.003 

02 R89-616-695-700 0.011 

02 R89-616-700-705 0.003 

02 R89-616-705-710 0.012 

02 R89-616-710-715 0.006

02 *9-616-8901895 0.005_

02 W9-616-895-900 0.009
02 »9-61 ft-009©i/1 fHJiVl0JL3* Q^ r. 

02 BA9-616-905-910 0.008
02 R89-616-910-915 'OTT---------

02 R89-616-715-720 0.010 02 R89-616-915-920 0.010

02 R89-616-720-725 0.013 02 R89-616-920-925 0.006

02 R89-616-725-730 0.014 02 R89-616-925-930 0.005

02 R89-616-730-735 0.014 02 R89-616-930-935 0.009

02 R89-616-735-740 0.011 02 R89-616-935-940 0.012

02 R89-616-740-745 0.013 02 R89-616-940-945 0.005

02 R89-616-745-750 0.006 02 R89-616-945-950 0.040

02 R89-616-750-755 0.010 02 R89-616-950-955 0,008

02 R89-616-755-760 0.008 02 R89-616-955-960 0.004

02 R89-616-760-765 0.010 02 R89-616-960-965 0.002

02 R89-616-765-770 0.009 02 R89-616-965-970 0.017

02 R89-616-770-775 0.011 02 R89-616-970-975 0.015

02 R89-616-775-780 0.007 02 R89-616-975-980 0.007

02 R89-616-780-785 0.003 D2 R89-616-980-985 0.002

02 R89-616-785-790 0.005 02 R89-616-985-990 <0.002

02 R89-616-790-795 0.006 02 R89-616-990-995 <0.002

02 R89-616-795-800 0.006 02 R89-616-995-1000 0.007

02 R89-616-800-805 0.004 02 R89-616-1000-1005 0.005

02 R89-616-805-810 0.013

02 R89-616-810-815 0.003

02 R89-616-815-820 <0.002

02 R89-616-820-825 0.002

02 R89-616-825-830 <0.002

02 R89-616-830-835 0.007"

02 R89-616-835-840 0.009

02 R89-616-840-845 0.351

02 R89-616-845-850 0.003^

02 R89-616-850-855 <0.002

02 R89-616-855-860 0.002

02 R89-616-860-865 0.007

Bondar-Clegg, Inc. 
12980 Wi t r. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32356 4 

SAKPLE 
HU BER 

ELEIIEHT 
UHITS 

Au 
OPT 

D2 R89-616-665-670 0.002 
D2 R89-616-670-675 0.002 
D2 R89-616-675-680 0.004 
D2 R89-616-680-685 0.003 
D2 R89-616-685-690 (0. 002 

D2 R89-616-690-695 
D2 R89-616-695-700 
D2 R89-616-700-705 
D2 R89-616-70~-710 
D2 R89-616-710-71S 

D2 R89-616-71S-720 
D2 R89-616-720-72S 
D2 R89-616-725-730 
D2 R89-616-730-735 
D2 R89-616-735-740 

D2 R89-616-740-745 
D2 R89-616-745-750 
02 R89-616-750-75S 
D2 R89-616-7SS-760 
D2 R89-616-760-765 

D2 R89-616-765-770 
D2 R89-616-770-775 
D2 R89-616-775-780 
02 R89-616-780-785 
02 R89-616-785-790 

D2 R89-616-790-795 
D2 RR9-616-79~-800 
2 R89-616-800-805 

D2 89-616- 05-810 
D2 R89-616-810-815 

D2 R89-616-815-820 
D2 R89-616-820-825 
D2 R89-616-825-830 
D2 R89-616-8 0-835 
D2 R89-616-835-840 

D2 R89-6 6-840-845 
D2 R89-616-845-850 
D2 R89-616-850-855 
D~ R89-616-855-860 
D2 R89-616-860-865 

0.003 
0.011 
0.003 
0.012 
0.006 

0.010 
0.0 3 
0.014 
o.o 4 
0.011 

0.013 
0.006 
0.010 
0. 008 
0.010 

0.009 
0.011 
0.007 
0.003 
o.oos 

0.006 
0 006 
0.004 
0.013 
0. 003 

{0.002 
0 002 

{0.002 
0,007 
0.009 

0. 351 
O.OOL 

(0. 002 
0. 002 
0.007 

ac ~ 
BONDAR-a.EGG 

A DIVISION OF 11',;CHCAPE I SPECTION & TESTI\G SERVICES 
DATE PRINTED: 10-HOV-89 

I PROJECT: R89-616 

SAKPLE 
HU BER 

ELEl'1EHT 

D2 
D2 
02 

D2 R89-616-915-920 
D2 R89-616-920-925 
D2 R89-616-925-930 
D2 R89-616-930-935 
D2 R89-616-935-940 

D2 R89-616-940-945 
D2 R89-616-94~-950 
D2 R89-616-950-955 
D2 R89-616-955-960 
D2 R89-616-960-965 

D2 R89-616-965-970 
D2 R89-616-970-975 
D2 R89-616-97 -980 
D2 R89-616-980-985 
D2 R89-616-985-990 

D2 R89-616-990-995 

UNITS 

D2 R89-616-995-1000 
2 R89-616-1000-1005 

Au 
OPT 

0.009 
0.005 
0 004 
0.006 
0, 004 

0.005 

0 010 
0.006 
0. 005 
0. 009 
0.012 

0.005 
0.040 
0.008 
0.004 
0 00?. 

0.017 
0.015 
0.007 
0.002 

(0. 002 

(0.002 
0.007 
0. 00 

Geochemical 
Lab Report 

PAGF 1 J 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BK'OHII WINING CORP. 

MR. JIM BARRON 

P.O. BOX 485 

DEAD WOOD, SI)

5773S

Invoice s DO15998, Paqe 1

Dapi> ; s 14-MOD- 8S

ke'po'rt- No s' D8'3 38356. 4 

Project * ! ft 39 616 

Reference: 605—1003 .

68 Analyses of Gold at T 7.00 476.00
Subtotal 1> 476.00 % 476.00

S a m p 1 e P r & p a r a t :i. o vi
68 Samples of Assay Prep at $ 3.00 * 804„00

1604 Samples of Excessive Wetness at 0.80 $ 380.80
:l Sample of Sample Pickup at 1-18. 00 % 18.00

Subtotal * 536.80 4 536.80

11 i s c e 11 a n e o u s C h a r t;j e s
4% S.D. state sales tax % 81.47
8% Deadwood city sa1es tax * 10. 74

Subtotal % 38. 81 T 38.81

I viva i ce To ta 1 s % 1045.01 U. S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc • 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-3404 '

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-3E353.4 ( COMPLETE ) REFERENCE INFO: 1005-1065

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON

PROJECT: R89-616 DATE PRINTED: 7-N0V-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 12 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 12 2 -150 12 Assay Prep 12

Excessive Wetness 229

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-)404 • BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32359.4 ! CONPLETE) 

CLIENT: BROHN 1'11MIHG COR~•. 
PROJECT: R89-&1& 

ORDER 

1 Au 

ELEl'IEHT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

HUl'IBER 

12 

REl'IARKS: Final results are reported. 

REPORT COPIES TO: l'IR. JI" BARRON 
l'IR. Jil'I BARRON 

MUl'IBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

12 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

12 

REFERENCE INFO: 1005-10&5 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 7-HOV-89 

l'IETHOD 

Fire Assay 

SAMPLE PREPARATIONS HUl'IBER 

Assay Prep 
Excessive Wetness 

12 
229 

INVOICE TO: 1'1R. JIN BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1405" '

BC
BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: 089-32359.4

DATE PRINTED: 7-NQU-&9____________

PROJECT: R89-616 PAGE 1

SAMPLE ELEMENT

NUMBER UNITS

Au

OPT .00 &HIHIM MH088

D2 R89-616-1005-1010 0.004

02 R89-616-1010-1015 0.003

D2 R89-816-1015-1020 <0.002

D2 R89-616-1020-1025 0.002

D2 R89-616-1025-1030 0.002

D2 R89-616-1030-1035 0.002

D2 R89-616-1035-1040 <0.002

D2 R89-616-1040-1045 <0.002

02 R89-616-1045-1050 <0.002

02 R89-616-1050-1055 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-l40f • 

REPORT: D89-32359.4 

SAP!PLE 
HUl'IBER 

ELEl'IEHT 
UHITS 

D2 R89-616-1005-1010 
D2 R89-616-1010-1015 
D2 R89-616-1015-1020 
D2 R89-616-1020-1025 
D2 R89-616-1025-1030 

D2 R89-616-1030-1035 
D2 R89-616-1035-1040 
D2 R89-616-1040-1045 
D2 R89-616-1045-1050 
D2 R89-616-1050-1055 

D2 R89-616-1055-1060 
D2 R89-616-1060-1065 

Au 
OPT 

0.004 
0.003 

(0.002 
0.002 
0.002 

0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0. 002 
{0.002 

BC 
BONDAR-CLEGG 

A Dl\'ISION OF INCHCAPF INSPECTION 8.. TESTING SERVICES 

DATE PRINTED; 7-HOV-89 
I PROJECT: R89-616 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

DR OHM MINING CHRP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, iiX>
’57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

Invoice s 1)03.5948,: Page 1

ftaW- - "‘IT "64N0V £19

|ftepp.?t No#- D89-'3K359. 4

.Project : R89y61&
' *R\* Je.a'tweW';"’To05-1055

....... ... -■ '* ; L‘. •

12 Analyses of Gold 
Subtotal

at % 7.00 % 84.00
$ 84.00 T 84.00

S a m p .1 e P r e p a r a t3. o n
3.2 Samples of Assay Prep at T 3.00 1 35.00

889 Samples of Excessive Wetness at; % 0.80 % 45.80
Bu btotal * 81.80 « 81.80

M ;t. s c e 13. a n e o u s G h a r g e s
4‘X S.D. state sales tax 
2% 1)eadwoo<3 ci ty sa 1 es tax 

Bubtota1

it 3.27

S 1.54

$ 4,.9:l '1 4.93

Invoice Totals $ 3.70.71 U» 8.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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